
Test Report
Technical Data Sheet - SPC Vinyl Flooring

Composition SPC Vinyl Flooring
Style Plank
Usability Class ISO 10582:2017 23/33
Size EN 427 Length 1540 mm

Width 228 mm
Bevel Press V-Groove
Gloss UltraMatte®
Surface Embossed-in-Register
Total Thickness EN 428 6.00 mm (5+1 EVA)
Wear Layer EN 429 0.50 mm / 20 mil
Wear Resistance EN 13329 Wear Group: T
Impact Resistance EN13329 Pass (2000 mm falling ball test)
Residual Identation ISO 24343-1:2012 Pass
Scratch Resistance ISO 1518-1: 2001
Reaction to Fire EN 14041 Bfl-S1
Slip Resistance EN 13893 DS
Dimensional Stability ISO 23999 Concave 0.48%

Convex 0.32%
Thermal Conductivity EN 12524 0.151 W/m.K
Formaldehyde Emission EN 717-1 Class E1
Thickness Swelling ISO 24336 0.20%
Heat Stability ASTM F1514 Passes
Light Stability ASTM F1515 Passes
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